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GUANGZHOU NEWLIFE MAGNET ELECTRICITY CO.,LTD.
TAGANG INDUSTRIAL PARK, YONGHE, ZENGCHENG, GUANGZHOU

CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : Rubber magnet

SGS Job No. :

CP17-061993 - GZ

Date of Sample Received: 15 Nov 2017

Testing Period :
Test Requested :

Test Method :

Test Results :

Result Summary :

15 Nov 2017 - 24 Nov 2017

As specified by client, selected parts of the submitted sample(s) for compliance

with Consumer Product Safety Improvement Act of 2008, CPSIA:
- Lead in accessible substrate materials

Please refer to next page(s).

Please refer to next page(s).

Test Requested

Conclusion

CPSIA section 101(a)(2) - Lead in accessible substrate materials (including PASS

Children’s Metal Jewelry)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Nana

Nana Zhang
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SNA1 CAN17-229038.001  Black sheet

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

CPSIA section 101(a)(2) - Lead in accessible substrate materials (including Children’s Metal Jewelry)
Test Method : CPSC Test Method: CPSC-CH-E1002-08.3 "Standard Operation Procedure for Determining
Total Lead (Pb) in Non-Metal Children Product’

Test Item(s) Limit Unit MDL 00171
Lead (Pb) 0.01 %(w/w)  0.002 ND
Comment PASS
Notes :

Limit applies to a children’s product manufactured after 14 August 2011 (Public Law 112-28 (HR 2715,
112th Congress) amending CPSIA)
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ATTACHMENTS
CPSIA Pb Testing Flow Chart

1) Name of the person who made testing: Edith Zhang
2) Name of the person in charge of testing: Bella Wang

Sample cutting / preparation

A\ 4
Sample Measurement

\ 4
Acid digestion

A 4

Filtration
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Sample photo:

CANEC1722903804
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CAN17-229038.001

SGS authenticate the photo on original report only

*** End of Report ***
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